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ROLLFLEX 

Software toll specialized for solving 

   Spalling of rolls 

  prediction of maximum length of roll campaign 

  proper grinding to prevent spalling 

  design of BuR chamfers / tapers to prevent spalling 

 

   Flattness and profile problems 

  proper grinding 

  analysis of process 

  control of WR – bending (WR - shifting) 
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Spalling of Rolls 
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ROLLFLEX 

Fatigue Module of Rollflex 

Evaluates danger of BuR spalling 

Identifies the most dangerous 

parts of BuR surface 

Optimizes the length of roll 

campaign 

Optimizes the chamfers/tapers 

and other parameters 

 

Surface Spalling or Cracking   
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Loads and Stresses on Roll Surface 

  Hertz contact stress 

  Bending stress 

  Residual stress (thermal treatment) 
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Herzt Contact – specific load 
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Herzt Contact – maximal Stress 
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Bending Stress 
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Residual Stress 
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Smith‘ diagramm 
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prediction of possible loading cycles 



ROLLFLEX – Roll Stack Deflection Analysis 

ITA Ltd., Ostrava, Czech Republic,  www.ita-tech.cz 

Relative number of cycles  

on roll surface 
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How to influnce the length  

of BuR campaign 

 

Proper Design of Chamfers 

Positive Grinding on BuRs  

Proper Depths of Grinding  

Surface Testing 
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Optimalization of Roll Grinding 
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-890.0-800.0 -600.0 -400.0 -200.0 0.00 200.0 400.0 600.0 800.0890.0

               Roll length  [mm]  
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Optimalization of Roll Grinding 
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Design of Chamfer of BuRs 
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Design of Chamfers  

long 

chamfer 

deep 

chamfer 

optimized 

chamfer 

Backup Roll 

Work Roll 
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It is possible  

to improve BuR performance:  
 

 

Specialized software Rollflex  

makes those analysis quite simple ! 
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Rollflex  

for strip profile  

and flatness 
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In today’s market quality has become the dominant factor in  

competition of metal producers. The profile and flatness are the 

most important geometrical parameters of strips and sheets. 
 

Profile and Flattness  
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  Flatness control is an integrated part of control systems of HSMs (Level 2) 

  Rollflex can work in off-line and help to identify problems of current  

    flatness control 

  Rollflex can control  Bending/Shifting (on-line)  

Rollflex can optimize: 
 
  Grinding of rolls to get  

    target profile 

  Optimize Bending, 

   Shifting and Sheduling 

   Strategies 

 

Rollflex for Flattness  
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Wavenes is caused by negative  

longitudinal stresses in strip 

 

 

The longitudinal stresses 

originate in changes of profile in 

particular passes  - 
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Compute the sequence of 

crowns  using roll stack 

deflection model  

Compute suitable Bending 

(shifting) to produce the crown 

Ensure the suitable change of crown (profile) 

in subseqent shape passes   
Optimalised crowns - red, Crowns without bending - blue
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How to reach the strip flat?  
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Calculation of optimal  

bending forces –  off-line  

Following parameters  

can be changed by user: 

   number of shape passes, 

   target crown, 

   recrystallisation of material.    
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Example:  7 stand HSM  
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Example:  7 stand HSM  
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Strip 

profile 

pass 7 

Strip profile 

pass 1 

Example:  Strip profiles  
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flatness limit – 

central bucles 
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edge  waves 

considering recrystallisation 

Calculation of optimal 

sequence of crowns  
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Software ROLLFLEX  

complex tool for shape analysis of roll gaps  

for 2-high, 4-high and  6-high mills 


